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8779600N | 8779600 N

8779500N 8779500N

8.50m @ 1.57 g/t Au

6.55m @ 3.81 g/t Au
29.9 g/t Ag
1.06 % Cu
0.10 % Pb
0.14 % Zn

7.25m @ 5.65 g/t Au
31.3 g/t Ag
0.75 % Cu
0.22 % Pb
0.18 % Zn

8779700 N

3.75m @ 0.27 g/t Au
23.3 g/t Ag
0.61 % Cu
0.20 % Pb

20.7 g/t Ag
0.66 % Cu
0.11 % Pb
0.14 % Zn
Yy

6.60m @ 1.62 g/t Au
44.1 g/t Ag
0.86 % Cu
0.26 % Pb
0.17 % Zn

(18.9m @ 0.60 g/t Au
18.1 g/t Ag
0.79 % Cu
0.61 % Pb
1.15 % Zn

16.85m @ 1.26 g/t Au
51.6 g/t Ag
| 1.43 % Cu
18.25m @ 1.87 g/t Au 2.12 2/0 Pb
44.2 g/t Ag 1.31 % Zn

13.

40m @ 2.86 g/t Au

86.3 g/t Ag
1.82 9% Cu 10.4m @ 5.31 g/t Au

4.71 % Pb 75.2 g/t Ag
0.76 % Zn 1.36 % Cu

0.90 % Cu
1.00 % Pb
0.71 % Zn

/ 0.82 2% Pb
1.13 % Zn
[

280300 E

8779800 N

12.3m @ 0.67 g/t Au

18.6 g/t Ag
0.79 % Cu
0.87 % Pb
1.28 % Zn

32.6 g/t Ag
1.16 % Cu
0.93 % Pb
\ 0.75 % Zn

9.90m @ 2.41 g/t Au |

46.5 g/t Ag
1.63 9% Cu
0.61 % Pb

- N
11.0m @ 1.19 g/t Au

1.08 % Zn |

a0
an 10550

4.30m @ 0.66 g/t Au
83.6 g/t Ag

—

12.10m @ 1.24 g/t Au] (8.80m @ 28.67 g/t Au]
48.8 g/t Ag 296.0 g/t Ag

13.0m @ 5.54 g/t Au
83.9 g/t Ag
20.00m @ 3.26 g/t Au 2.16 % Cu
42.9 g/t Ag 2.50 % Pb
0.92 % Cu 0.77 % Zn

[/ ‘ EINA lﬂ:’ss%? l

1.23 % Pb
0.81 % Zn

1.53 %0 Cu
0.53 % Pb
0.12 %0 Zn

0.13 % Zn 4.80m @ 0.84 g/t Au

8779650 N

7.70m @ 2.39 g/t Au

26.4 g/t Ag
0.41 % Cu
0.13 % Pb
0.50 9% Zn

23.4 g/t Ag
0.86 % Cu
0.68 % Pb
0.12 % Zn

Mr. Andrew Gourlay, P. Geol., President of Andean American Minipg,
is a Qualified Person as defined by NI 43-101 with the ability and authority

to verify the éuthenticity and validity of the data herein. True widths estimated at 85%.

8779750 N

8779700 N

1.47 % Pb 1.11 % Pb

1.85 %0 Cu 2.32 % Cu
0.93 % Zn 1.53 % Zn
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